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Invest igat ion of t h e  Kinetics of Crys ta l l iza t ion  of 

Molten Binary and Ternary Oxide Systems 

Quarter ly  Status  Report No. 1 5  - March 1, 1969 through June 30, 1969 

Contract No. NASW-1301 

SUMMARY 

This report  i s  based on t h e  research s tudies  carried out i n  t h e  f i f t e e n t h  
quarter  of Contract NASW-1301. 
t h i s  extension has been lengthened from nine t o  t e n  months so  t h a t  t h e  f i f t een th  
quarter i s  ac tua l ly  four months, s t a r t i n g  March 1, 1969 and extending t o  
June 30, 1969. Thirty-two new g lass  compositions were conceived, prepared and 
p a r t i a l l y  characterized i n  t h i s  period. Similar character izat ion s tudies  were 
completed f o r  some of t h e  compositions reported e a r l i e r  and these include 
density,  Young's modulus, and f i b e r i z a b i l i t y  determinations. In  addi t ion,  one 
of t h e  two commercial-type platinum-20% rhodium s ingle  hole glass  f ibe r  bushings 
has been in s t a l l ed  and used t o  produce "E" glass  f o r  s t rength determinations on 
p r i s t i n e  fibers. 

I n  t h e  last  month t h e  contractual period f o r  

A t  t h e  time of t h i s  repor t ,  a t o t a l  of a dozen g lass  compositions have 
been developed with values fo r  Young's modulus measured on bulk samples greater  
than twenty mil l ion pounds per  square inch and another dozen have values fo r  
Young's modulus between nineteen and twenty mil l ion p s i .  The best of these  
appears t o  be an "invert" analog g lass ,  UARL 383, with a Young's modulus of 
22.75 mil l ion pounds per square inch, a spec i f ic  modulus of 200 mil l ion inches, 
and with no toxic  ingredients.  The best  dhta for  t h e  experimental glasses  
actual ly  measured on f ibe r s  of t h a t  glass  i s  a Young's modulus of 19.8 mil l ion 
pounds per square inch f o r  UARL 331. 

INTRODUCTION 

This i s  ,,e f i f t e e n t h  quarter ly  report  f o r  Con-ract NASW-1301 er,,itled 
"Investigation of t h e  Kinetics of Crys ta l l iza t ion  of Molten Binary and Ternary 
Oxide Systems". 
i n  contractual  terms, ended Jime 30, 1969 and forms t h e  second quarter  of t h e  
fourth t e n  month extension t o  t h e  contract  which runs from December 1, 1968 
through September 30,  1969. 

The f i f t e e n t h  quarter started March 1, 1969 and due t o  a change 
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The primary objective of t he  contract  i s  t o  gain a better understanding of 
t h e  mechanisms of g lass  formation by measuring t h e  rate at which c rys t a l l i za t ion  
occurs and t h e  e f f ec t  of antinucleating agents on the observed c rys t a l l i za t ion  
rate fo r  systems which tend t o  form complex three-dimensional s t ruc tures .  The 
composition of t h e  molten oxide systems selected f o r  study, t h e  reasons f o r  
t h e i r  se lec t ion ,  and t h e  methods used t o  prepare them form t h e  f irst  major 
sect ion of t h i s  report .  It w i l l  be noted t h a t  t h e  repokt emphasizes those 
molten oxide systems t h a t  tend t o  form complex three-dimensional s t ruc tures  such 
as r ings or interpenetrat ing layers  s ince t h i s  approach, as w i l l  be shown, has 
resu l ted  i n  several  new glass  compositions with increased values f o r  Young's 
modulus. 

The research, therefore ,  continues t o  emphasize t h e  viewpoint t h a t  g lass  
formation must be considered as a rate phenomenon and w i l l  continue t o  concen- 
t ra te  on systems t h a t  tend t o  form complex many-atom three-dimensional molecules 
and which have su i t ab le  v iscos i ty  and surface tension t o  permit mechanical 
drawing of g lass  f ibe r s .  This view of t h e  g lass  formation process j u s t i f i e s  
t h e  consideration of oxide systems previously thought impractical  and allows 
t h e  search f o r  systems t h a t  may y ie ld  high-strength, high-modulus g lass  f ibe r s  
t o  be car r ied  out on an unusually broad basis. 

Characterization of t h e  experimental glasses  produced as bulk specimens 
i s  t h e  subject of t h e  second major sect ion of t h e  repor t .  
i s  primarily achieved by measuring t h e  density and t h e  value of Young's modulus 
fo r  bulk samples of t h e  experimental glasses .  Originally,  specimens for  
measuring Young's modulus on bulk glasses were prepared by cast ing a s lab  of t h e  
g lass ,  annealing it, and then cu t t ing  rectangplar bars  from the  s lab  with 
precision op t i ca l  grinding equipment. Now, however, we form samples su i t ab le  
fo r  modulus determinations e i the r  by pul l ing molten g lass  i n t o  coated (magnesia) 
fused s i l i c a  tubes by means of control led suction supplied by a hypodermic 
syringe or by cast ing rods t o  prerequis i te  shape i n  a preheated graphite mold. 
Consequently, measurements of Young's modulus are much less cos t ly  t o  make. 

Such character izat ion 

Observations on t h e  f i b e r i z a b i l i t y  of t h e  various m e l t s  including t h e  
first use of t h e  new UARL commercial type platinum-20% rhodium single  hole 
bushing form t h e  f i n a l  major sect ion of t h e  report .  
t h e  attempts t o  make s t rength measurements on p r i s t i n e  f ibers of "E" g lass  
produced with t h e  UARL bushing. 

This sect ion a l so  includes 

SELECTION AND PREPARATION OF GLASS SYSTEMS 
FOR PRELIMINARY EVALUATION 

Our earlier reports  (UARL H910373-13 and UARL H910373-14) have s t ressed  t h e  
f a c t  t h a t  t h e  g lass  systems we normally invest igate  must consis t  primarily of 
low atomic number oxides but not exclusively so ,  s ince t h e  rare ear ths  and 
zirconia  make a su f f i c i en t ly  la rge  molar contribution t o  Young's modulus t o  
allow t h e i r  inclusion as w e l l .  W e  have a l so  repeatedly mentioned i n  these same 
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and e a r l i e r  reports  t h a t  favored proportions of these low atomic number oxides 
are those proportions t h a t  tend t o  form complex three-dimensional molecules 
such as co rd ie r i t e ,  bery l ,  or ben i to i t e  and we continued t o  follow these  con- 
s iderat ions f o r  approximately half  of t h e  new compositions originated i n  t h i s  
quarter.  The cordier i te-rare  ear th  g lass  systems had given values f o r  Young's 
modulus up t o  20.9 mil l ion p s i  and t h e  beryl-cordierite-rare ear th  systems 
had an even higher value of 21 .1mi l l ion  p s i  f o r  Young's modulus and a spec i f ic  
modulus of 174.5 mil l ion inches. 

The other half  of t h e  new compositions t r i e d  i n  t h i s  quarter belong t o  the  
g lass  composition f i e l d  of UARL "invert" analog glasses  (UARL H910373-13 and 
UARL H910373-14) s ince these  kinds of compositions had been found t o  give 
values f o r  Young's modulus as high o r  higher than  t h e  cordier i te-rare  ear th  
g lass  systems. However, instead of t he  d i r ec t  f r o n t a l  a t tack  on these two 
areas of compositions cha rac t e r i s t i c  of many of our recent reports  (UARL 
G910373-10 through UARL H910373-14), w e  have attempted t o  modify these two 
g lass  composition f i e l d s  i n  accordance with t h e  ru l e s  and observations gained 
from t h e  published l i t e r a t u r e  and summarized i n  UARL H910373-13, i n  t h e  sect ion 
ca l led  "Compositional Changes t o  Improved Workability of ' Invert '  Glasses". 
The primary aim of t h i s  work has been t o  lower o r  r a i s e  viscosi ty  of a given 
composition, t o  increase t h e  working range of a g lass  i n  question, t o  r a i s e  
o r  lower i t s  surface tension,  and i n  general t o  increase t h e  ease with which 
g lass  fibers can be mechanically drawn at  high speed from the  g lass  under 
invest igat ion.  

The compositions f o r  t h e  modified glasses  or iginated subject t o  these con- 
s iderat ions are shown i n  terms of grams of ac tua l  ingredient i n  Table I. Since 
only a small number of t h e  modifications t o  be evaluated have been t r i e d  as yet  
we  s h a l l  not d r a w  any conclusions except fo r  t h e  e f f ec t  of t he  one ingredient,  
fused boric oxide. From t h e  sect ion i n  UARL H910373-13 re fer red  t o  i n  t h e  
above paragraph, t h e  e f f ec t s  expected when fused boric  oxide i s  included i n  
t h e  ingredients are an increase i n  s t a b i l i t y  of g lass  and a decrease i n  devit- 
r i f i c a t i o n  tendency, perhaps a very s l i g h t  or no increase i n  modulus, a decrease 
i n  l iquidus and v iscos i ty  for si l ica-base glasses  but possibly an increase i n  
v iscos i ty  and a decrease i n  l iquidus fo r  "invert" analog g lasses ,  and a marked 
decrease i n  density with corresponding increase i n  spec i f ic  modulus. 

The glasses  of Table I having a s igni f icant  amount of boric oxide content 
are separated t o  form Table I1 and t h e  compositions expressed i n  mol % i n  place 
of ac tua l  grams of ingredients.  Table I1 a l so  l is ts  t h e  density i f  measured at 
t h i s  t i m e ,  Young's modulus, spec i f ic  modulus and molal sum. It i s  immediately 
apparent t h a t ,  i n  general ,  t h e  values fo r  Young's modulus fo r  these glasses are 
in fe r io r  t o  many other glasses  developed at UARL ( c f .  Table 111) while t h e  
spec i f ic  modulus i s  not markedly increased. I n  addition, these glasses do not 
f i be r i ze  readi ly .  Two exceptions t o  these general remarks a r e  UARL 382 and 
383. 
has t h e  highest spec i f ic  modulus but attempts t o  f ibe r i ze  t h i s  g lass  have been 
unsuccessful t o  date. Work toward a more complete understanding of t h e  r e s u l t s  
found f o r  UARL 383 i s  i n  progress. 
of t h e  glasses  with appreciable borate  content i s  t h a t  t h e  addi t ion o f  b e r y l l i a  
t o  such glasses  ( f o r  example, UARL 387 and 388) does not raise Young's modulus 
as much as does t h e  addition of b e r y l l i a  t o  a silica-alumina-magnesia g l a s s .  

UARL 383, i n  pa r t i cu la r ,  i s  t h e  highest modulus g lass  ye t  developed and 

Another f ac to r  encountered i n  t h e  study 
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Once compounded the  glasses  of Tables I and I1 were prepared i n  t h e  usual 
manner by melting 500 gram batches of t h e  specif ied r a w  mater ia ls  i n  high 
pur i ty  alumina crucibles i n  a i r  using k i ln s  heated by Super-kanthal ha i rp in  
e l e c t r i c a l  res i s tance  elements. 
t o  f a c i l i t a t e  in te rpre ta t ion  of r e s u l t s  and were mixed by being ball-milled 
together  for twenty-four hours. 
materials w a s  made eas ie r  by forming p e l l e t s  of t h e  mater ia ls  using a hydraulic 
press and dies. 
i n t o  t h e  hot crucibles  s ince they could be s l i d  down a l a rge  diameter s i l i c a  
tubing d i r e c t l y  in to  t h e  crucible  while it remained i n  t h e  k i l n .  

A l l  s t a r t i n g  materials were of reagent grade 

The handling of t h e  somewhat flocculent r a w  

These p e l l e t s  a l so  formed an easy way t o  introduce additions 

CHARACTERIZATION OF UARL EXPERIMENTAL GLASSES 

In  t h e  earlier repor t s  of t h i s  program, for  example UARL H910373-13, t h e  
methods employed for determining t h e  density and Young's modulus on bulk samples 
a r e  discussed i n  d e t a i l .  I n  t h i s  quarter t h e  same procedures were followed t o  
obtain t h e  values tabulated.  
modulus for t h e  experimental glasses  t h a t  had been measured p r io r  t o  t h i s  
quarter are s m a r i z e d  f o r  comparative purposes while i n  Table I V  t h e  new data 
obtained i n  t h e  f i f t e e n t h  quarter i s  entered. In  t a b l e  V t h e  data f o r  the  
best glasses obtained t o  date  i n  t h e  cordier i te-rare  ear th  systems and the  
beryl-cordier i te  r a r e  ear th  systems has been made more readi ly  avai lable  and i n  
Table V I  a l i k e  summary for t h e  UARL "invert" analog g lass  systems i s  given. 
It w i l l  be noted t h a t  values as high as 22 3/4 mil l ion p s i  fo r  Young's modulus 
and 200 mil l ion inches fo r  spec i f ic  modulus occur. Additional t es t  data  
not summarized i n  t h i s  report  show t h a t  mechanically drawn f ibe r s  of several  
of these glasses  have correspondingly high values f o r  Young's modulus although 
these values a r e  customarily 1 / 2  t o  one mil l ion p s i  lower than the  bulk g lass  
from which they a r e  derived. 

I n  Table 111, the values of density and Young's 

Estimation of Liquidus and Working Range 

Other important quant i t ies  f o r  any new glass  are i t s  l iquidus and working 
range and these  are d i r ec t ly  measured and estimated by means of t h e  UARL 
microfurnace. This microfurnace is  based on t h e  design of an e a r l i e r  furnace 
constructed by Morley ( R e f .  1) fo r  t h e  study of c rys t a l l i za t ion  k ine t i c s  i n  
molten g lass .  
O.D. and with a w a l l  thickness of 3 m i l s  which i s  clamped between t h e  copper 
bars (0.187 i n .  x 0.750 i n .  ) . A c i r cu la r  shelf  of platinum i s  welded t o  t h e  
ins ide  of t h e  tube and t h e  crucible  i s  placed i n  a 1/8 i n .  hole i n  t h i s  she l f .  
Crucibles are fabricated by cu t t ing  platinum tubing (1/8 i n .  diameter with 
a 5 m i l  w a l l  thickness) i n t o  pieces 1/16 i n .  long and then pressing them i n  a 
d ie  s o  tha t  they form a 40 degree included angle. 

It consis ts  primarily of a platinum-20% rhodium tube,  0.250 in .  
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Figure 1 shows t h e  microfurnaee without i t s  usual rad ia t ion  shielding. 
When used, however, rad ia t ion  shielding i s  added by welding two r ings  of 0.057 
kanthal w i r e  t o  t h e  nichrome p la t e s  at  t h e  two ends of t h e  heater tube and then 
welding an inner sh ie ld  of 4 m i l  platinum-rhodium sheet and an outer sh i e ld  
of 5 m i l  nichrome sheet t o  t h e  inner nichrome w i r e  r i ng  on t h e  lower nichrome 
p la te .  Two 5 m i l  nichrome shields  are a l s o  welded t o  t h e  outer nichrome w i r e  
r ing  on t h e  upper c i r cu la r  nichrome p la t e .  Figure 1 also  shows t h e  1/8 i n .  
diameter copper tubing which i s  used t o  supply water cooling t o  t h e  copper, 
e l e c t r i c a l  connections. 
transformer of 1 KVA nominal r a t ing  and i s  control led by a twenty ampere r a t ing  
Variac. 
v o l t s  60 cycle a .c .  

The power supplied t h e  furnace i s  from a filament 

Temperatures of 14OO0C require  only a current of 140 amperes at 1.1 

The complete experimental arrangement , but not including t h e  power supply , 
i s  shown i n  Fig.  2 and comprises t h e  microfurnace, microscope and camera, 
micromanipulator f o r  welding and posit ioning the  thermocouple, t h e  x-y recorder 
used for  p lo t t i ng  time-temperature response of t h e  furnace, and t h e  3 m i l  
platinum-platinum 10% rhodium thermocouple accurately positioned i n  t h e  center 
of t h e  furnace. Laboratory experience indicates  t h a t  t h e  furnace temperature 
can be maintained t o  - + 5 O C  at  125OOC. 

For ac tua l  observations of l iquidus and working range of an experimental 
g l a s s ,  t he  crucible  i s  placed i n  t h e  furnace, a l a rge  fragment of g lass  placed 
i n  t h e  crucible ,  and t h e  crucible  then heated. Smaller g lass  fragments a r e  
later added t o  completely f i l l  t h e  crucible .  The g lass  is  then heated u n t i l  
a l l  of t he  bubbles disappear, cooled t o  t h e  temperature selected f o r  observa- 
t i o n ,  and t h e  thermocouple is  then lowered in to  t h e  m e l t .  The g lass  is  next 
heated u n t i l  homogenized by convection currents and then cooled t o  allow c rys t a l s  
t o  nucleate and grow t o  a few tens  of microns i n  diameter. The crucible  is  then 
reheated u n t i l  t h e  c rys t a l s  disappear, t h e  temperature noted and t h e  process 
repeated u n t i l  a consistent l iquidus temperature i s  obtained. The  v i scos i t i e s  
of t h e  experimental glasses  a re  estimated by comparing t h e i r  behavior when 
s t i r r e d  with t h e  thermocouple against  t h e  mental image retained from pr ior  
similar experiments with "E" g lass .  It must be c l ea r ly  rea l ized ,  therefore ,  
t h a t  t h e  temperatures w e  t abula te  for  such v iscos i ty  estimates a re  subjective 
temperatures. 

The data col lected from many of t h e  experimental glasses  i s  shown i n  
Table V I I .  For some of t h e  missing g lass  numbers i n  t h e  range of t h e  current 
tests,  UARL 333 through UARL 377, only p a r t i a l  data could be obtained or t h e  
l iquidus w a s  too high fo r  range of operation of t h e  microfurnace o r  t h e  g lass  
too  strongly absorbing t o  permit such v isua l  observations. The significance 
of t he  data  obtained can be seen from t h e  f ac t  t h a t  UARL 370, 371 and 372 
proved very su i t ab le  fo r  mechanically drawn f ibe r s .  
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FIRST ATTEMPTS TO-MEASURE STRENGTH ON FIBERS 
FORMED USING COMMERCIAL FORM SINGLE HOLE BUSHING 

The "poor-man's bushing" i n  use at UARL i n  the  e a r l i e r  months of t h i s  
contract  and described i n  d e t a i l  i n  several  of our repor t s ,  F910373-7, 
F910373-8, F910373-9 and G910373-10, f a i l e d  t o  y i e l d  su f f i c i en t ly  uniform and 
defect-free f ibe r  su i tab le  f o r  s t rength measurements. UARL has, therefore ,  
purchased two platinum-20% rhodium s ingle  hole g lass  bushings of t h e  more 
conventional type as shown i n  Fig. 3. This design, which i s  a UARL design, 
hopefully combines t h e  bes t  features  of single-hole bushings described by 
Tiede (Refs. 2,3) and t h e  National Bureau of Standards (Ref. 4 ) .  The two 
bushings have now been t e s t e d  and i n s t a l l e d  and one of these was used t o  form 
la rge  amounts of "E" glass  f ibe r  f o r  t h e  s t rength measurements described below. 

Because of t he  s e n s i t i v i t y  of g lass  f i b e r  t o  surface damage t h a t  can 
r e s u l t  from winding it on a drm or any s i m i l a r  contact,  and by exposure t o  
uncontrolled atmosphere f o r  even very short  times, it has become the  prac t ice  
t o  report  so-called "virgin strength" of f resh ly  drawn g lass  f i b e r .  
accomplished by capturing a sample of t he  f ibe r  between the  bushing and t h e  
winding drum, and measuring the  t e n s i l e  s t rength as  quickly as possible before 
any obvious damage has occurred. I n  capturing t h e  tes t  specimen, a paper t a b  
f i b e r  mounting system has proven desirable  because such a system provides a 
degree of self-alignment fo r  t h e  t e n s i l e  specimens, and t h e  paper mounts 
help absorb t h e  energy of t h e  f i b e r  whiplash thus damping fly-out. Further,  
such a system makes possible t h e  preparation of several  t e n s i l e  specimens 
from each captured f i b e r .  The capture device i s  made long enough t o  engage 
eighteen-inch lengths of f i b e r  between t h e  bushing and t h e  take-up spool and 
Fig. 4 shows t h e  device mounted on t h e  f iber iza t ion  furnace. 
f i be r  i s  picked of f  t h e  capture device using a bent wire frame t o  which t h e  
f ibe r  i s  temporarily glued, and t ransfer red  t o  a precut paper tape consisting 
of f ive  paper mounting t abs ,  and then attached t o  t h e  tabs  using de Khotinsky 
cement applied with a pencil-sized soldering i ron.  
then cut from t h e  tape and mounted on t h e  t e s t i n g  machine. 

This i s  

The captured 

The t e n s i l e  specimen i s  

The f i b e r  t e s t ing  machine used t o  evaluate the  captured paper-mounted 
t e n s i l e  specimen is  shown i n  Fig. 5. This machine w a s  developed at UARL and 
has been described i n  t h e  l i t e r a t u r e  ( R e f .  5 ) .  The f ibe r  i s  mounted between 
the  moving cross head ( A )  and t h e  s ta t ionary  cross head. 
moves a t  a constant r a t e  of 0.77 mm/min. The load c e l l ,  which i s  mounted on 
t h e  s ta t ionmy cross head i s  of t h e  s t r a i n  gage type and is  temperature com- 
pensated and s o  designed as t o  respond only t o  load components i n  t h e  d i rec t ion  
of t h e  f ibe r  axis. 
i s  cal ibrated by placing t h e  test  device i n  the  v e r t i c a l  posi t ion and suspending 
laboratory weights from the  load c e l l .  A ca l ibra t ion  curve fo r  t h e  load c e l l  
r e l a t e s  t h e  d i a l  reading t o  t h e  load i n  pounds. 

The cross head 

An electronic  bridge c i r c u i t  monitors t he  load c e l l ,  which 
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In  Fig. 6 t h e  t e n s i l e  specimen, together with i t s  paper t a b ,  i s  shown i n  
posi t ion on t h e  t e s t i n g  machine. It i s  ac tua l ly  mounted using spring c l i p s  
and t h e  mounting t a b  cut so as t o  permit loading t h e  f i b e r ,  

The "E" g lass  used i n  t h i s  experiment w a s  prepared by remelting t h e  
commercial "E" g lass  marbles t o  obtain a slug which fit t h e  single-hole bushing 
chamber. 
d i s t i l l e d  water, and placed i n  t h e  bushing. The bushing w a s  then heated t o  t h e  
appropriate temperature and fibers drawn at t h e  m a x i m u m  r a t e  than obtainable 
with t h e  mechanically driven winder, a t  a speed of about 4000 ft/min. Twenty 
s t rength samples were snatched using t h e  procedures outlined i n  t h e  preceding 
paragraphs, each long sample furnishing f i v e  smaller samples on which t h e  
ac tua l  measurements were made. 
minations are entered i n  Table V I I I .  
r e s u l t s  a r e  highly discordant,  t h a t  no r e s u l t s  i n  general  as high as t h e  
average of 530,000 p s i  usually reported fo r  "E" g lass  fibers ( R e f .  6 )  w e r e  
found, but instead typ ica l ly  very low strengths of 150,000 t o  200,000 p s i  were 
measured. It i s  evident t h a t  w e  must make further improvements i n  measuring 
s t rength and these are i n  progress. 

This s lug w a s  then carefu l ly  degreased, washed i n  alcohol,  r insed i n  

The r e s u l t s  of these hundred s t rength deter- 
It w i l l  be immediately noted t h a t  the 

CONCLUSIONS 

1. The UARL "invert" analog g lass  system has yielded glasses with a bulk 
value f o r  Young's modulus of 22 3/4 mil l ion p s i  and a spec i f ic  modulus of 
200 mil l ion inches. 

2.  The cordier i te-rare  ear th  g lass  has produced glasses w i t h  bulk values 
f o r  Young's modulus of 21.1 mil l ion p s i  and a spec i f ic  moduli of 174 mill ion in .  

3. Attempts t o  increase t h e  spec i f ic  modulus and improve t h e  working 
charac te r i s t ics  of t h e  UARL experimental glasses through the  addition of fused 
boric  oxide t o  t h e  ingredients have been only p a r t i a l l y  successful as ye t .  

4. 
f o r  Young's modulus of 19.8 mil l ion p s i  measured on t h e  ac tua l  mechanically 
drawn fibers. 

5. 

The best experimental glasses t h a t  can be readi ly  f iber ized have values 

AtDempts t o  obtain a consistent value f o r  t h e  s t rength of p r i s t i n e  
f ibe r s  have not been successful as ye t  even though t h e  commercial type single- 
hole platinum-rhodium bushings recent ly  purchased by UARL were used. 

7 
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Table I 

New Experimental Glass Batches 
Actual Ingredients i n  G r a m s  

- 357 - 358 

146.7 

378 

76.5 
60.4 

--- 

- 359 

137.6 
71.8 
56.8 

355 --- 
e-- 

- 360 Actual Ingredient 

S i l i c a  ( sio2) 
Alumina (A120 ) 

Y t t r i u m  Oxalate 
Zirconium Acetate 
C e r i u m  Oxalate 
Rare Earth Oxalate 
Zinc Carbonate 
Lithium Carbonate 
Vanadium Pentoxide 
Zinc Tungstate 
Cobaltous Carbonate 

Magnesia (MgO 3 
138.9 
72.4 
57.9 

358 

125.3 
--- 
--- 
44.5 
26.2 

128.1 
66.8 
52.7 
91.2 --- 
--- 

385 
41.2 
24.1 

157.0 
82.4 
65.2 --- 

220 
142.6 

50.7 
28.8 

--- 

153.0 
79 -8 
63.1 

394 --- 
--- 
47 .O 
27.4 
34.2 

49.2 
28.9 

-e- 

e-- 

--- 
e-- 

--- 

- 361 

148.1 
77.0 
60.9 

- 362 - 363 

80.2 
63.5 

154.0 

- 364 - 365 

144.5 
75.4 
59.5 
26.4 

372 

130.3 
--- 

__. 366 

S i l i c a  ( sio2) 
Alumina (A120 ) 

Beryllium Carbonate 
Y t t r i u m  Oxalate 
Zirconium Acetate 
Cerium Oxalate 
Zinc Carbonate 
Lithium Carbonate 
Fer r ic  Oxide 
Fused Boric Acid 
Copper Oxide 

Magnesia (MgO 7 
152.2 

80.0 
62.9 

159.0 
82.4 

120.5 
--- 
--- 

268 .o 

76.5 
143.3 

29.1 --- 
48.7 
15.7 

- 368 

149 -7  
78.2 
15.5 

114 
38 5 --- 
go .1 

- 369 

150.8 
78.8 --- 

114.7 
389 

- 370 - 372 

128.7 
67.2 

S i l i c a  ( Si02) 
Alumina ( A 1 2 0  ) 

Beryllium Carbonate 
Y t t r i u m  Oxalate 
Lanthanum Oxalate 
Cerium Oxalate 
Rare Earth Oxalate 
Zinc Carbonat e 
Calcium Carbonate 

Magnesia (MgO 3 
154.8 

31.9 
117.5 

80.8 

396 

147 7 
77.2 --- 

112.3 
382 --- 
88.8 

47.5 
37.7 

--- 

150.0 
78.3 

114.3 
10.3 

387 --- 
90.3 

32.2 
--- 
25-5 77.2 

lo 
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Table I (Cont'd) 

378 - 374 - 37 5 376 - 377 - 37 3 - - Actual Ingredient 

S i l i c a  (sio2) 
Alumina (A120 ) 

Beryllium Carbonat e 
Y t t r i u m  Oxalate 
Zirconium Acetate 
Lanthanum Oxalate 
Cerium Oxalate 
Zinc Carbonate 
Lithium Carbonate 
Fused Boric Acid 
Copper Oxide 
Calcium Carbonate 

Magnesia (MgO 7 
151.3 

84 .O 
83.8 
34.2 
35.9 

66.7 
33.9 
35 07 

56.4 
33.9 
35.7 

110.0 
46.7 
49.1 --- 

122.3 
416 --- 

298.0 --- 
474 --- 

55.6 

96.0 
49.2 

--- 
51.8 
30.4 

--- 
76.5 
67.3 
94.2 

--- --- --- 11.0 --- --- 
39.4 --- 67.2 66.5 66.5 91.8 

382 - 383 - 384 - 379 - 380 - 381 - 
S i l i c a  (sio2) 
Alumina ( A 1 2 0  ) 

Zirconium Acetate 
Lanthanum Oxalate 
Zinc Carbonate 
Lithium Carbonate 
Fused Boric Acid 
Calcium Carbonate 
Copper Oxide 
Titanium Oxide (not r u t i l e )  
Beryllium Carbonate 
Fer r ic  Oxide 
Rare Earth Oxalate 

Magnesia (MgO 3 
99.9 
21.2 
44.6 

69.6 
61.2 
85.8 

272 
146 

83.0 

91.5 

40.8 
--- 

248 
278 
63.3 

78.2 
74.8 

56.1 

111.2 
23.4 
49.7 

303 --- 
77.1 
62.1 
95.5 
92.5 
18.5 

107.2 
22.8 
47.9 

291 --- 
74.2 

92.2 
89.2 

65.7 

111.2 
23.6 
49.7 

30 2 --- 
77 - 2  
68.4 
95.5 
92 -7 

82.2 

36.7 
17.5 

--- 

- 385 - 386 - 387 - 388 - 389 - 390 

76.9 
39.2 
56.7 

S i l i c a  (~i02) 
Alumina (A1203 ) 
Lithium Carbonate 
Calcium Carbonate 
Zinc Carbonate 
Magnesia (MgO) 
Fused Boric Acid 
Lanthanum Oxalate 
Titanium Oxide (not r u t i l e )  
Beryllium Carbonate 
Fer r ic  Oxide 
Rare Earth Oxalate 
Y t t r i u m  Oxalate 

9 -6  
338.9 
37.8 

188.3 
32.2 
10.3 

8.3 

32.4 
263.5 

145.8 
27.6 
8.9 

53.1 
--- 
52.1 

265 .o 
44.4 
7.2 

63.1 
248.7 
14.1 

306.5 

87.3 

53.5 
72.7 

74.7 

19.4 
84.2 

--- 

--- 
29.3 

--- 

96.7 
39.4 

77.2 
64.4 
41.4 
71.6 

57.1 
76.5 
64.2 
4 1  :3 

110 .g 
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Table I (Cont'd) 

Actual Inar  edient 

S i l i c a  (si02) 
Alumina (A1203 ) 
Lithium Carbonate 
Calcium Carbonate 
Zinc Carbonate 
Magnesia (MgO) 
Fused Boric Acid 
Zirconium Acetate 
Copper Oxide 
Y t t r i u m  Oxalate 

S i l i c a  ( s~o,) 
Alumina (A12031 
Lithium Carbonate 
Calcium Carbonate 
Zinc Carbonate 
Magnesia (MgO) 
Fused Boric Acid 
Copper Oxide 
Titanium Oxide (not r u t i l e )  
Y t t r i u m  Oxalate 

S i l i c a  (sio2) 
Alumina (A1203 ) 
Lithium Carbonate 
Calcium Carbonate 
Magnesia ( MgO ) 
Fused Boric Acid 
Lanthanum Oxalate 
Copper Oxide 
Titanium Oxide (not r u t i l e )  
Beryllfum Carbonate 
Fer r ic  Oxide 

65.1 

50.2 
76.3 
63.9 

39 .O 

41.0 
133 7 --- 
--- 

462 

81.0 
37.4 

61.2 
76.8 

83.1 

45.2 

37.0 

79.9 --- 
443 

79 .I 
61.0 
44.2 --- 
75 -1 
48.2 
81.5 
97.5 --- 

'443 

87.6 

39.2 

58.4 
80.2 
go .o 

10.3 

67.6 

--- 

--- 
400 

72.3 
61.4 
73.0 

75 - 2  
48.6 
74.1 

196.0 

362 

--- 

--- 

402 - 401 - 400 - 397 - 398 399 - 
92.5 
50.3 
45.2 
80.0 

31.6 
106.5 

--- 

--- 

90.8 94.9 

30.7 46.5 
60.2 94.8 
34.1 47.5 

48.9 --- 

38.7 40.7 
103.6 109.6 --- --- 

91.4 90.2 
49.5 49.0 
22.3 22.1 
72.7 54.2 --- --- 
48.9 48.4 

104.9 103.9 
9.65 9.6 

406 - 40 5 - 403 - 404 

87.3 88.1 153.3 124.3 

- 

47.4 
21.4 
34.8 
46.7 
100 --- 

9.2 
13.9 

27.8 
--- 

47.8 
21.4 
37.2 
47.2 
57.1 

9.3 
14.1 
17.8 
28.1 

--- 

Y t t r i u m  Oxalate 490 495 682 --- 

1 2  



Sable I1 

Actual Ingredient 

Composition i n  Mol % of Borate-Series Glasses 

Si02 
A1203 
Li20  
C a O  
ZnO 
MgO 
B2°3 
'2'3 

6 La203 
Young Is Modulus (10 ps i  1 
Density ( grns/cm3) 
Spec i f ic  Modulus (lo7 i n . )  
Molal Sum 

- 290 

25 
8 

15  

15 
15 
15 

7 

14.5 

12.3 

-- 

-- 

3.24 

72.16 

376 
Si02 20 

6 
1 2  

A1203 
L i z 0  
C a O  1 2  
ZnO 8 
MgO 16 
B2°3 1 4  

12 La203 
Z r 0 2  
Young's Modulus (10 6 p s i )  15.80 
Density ( gms/cm3) 3.68 

-- 

Specif ic  Modulus ( l o 7  in .  ) 11.8 
Molal Sum 90.3 

- 291 

25 
12 
12 

1 2  
1 2  
1 5  
1 2  

15.67 
3.32 

13.1 
82.98 

-- 

-- 

17 
6 

12  
1 2  
8 

16 
17 
12 

15.02 

11.5 
90.5 

-- 
3.61 

- 299 

25 
8 

15 
15 

15 
15 

7 
1 4  57 

3.19 
12.7 

-- 

-- 

75 36 

- 378 

24 
6 

12  
1 2  
8 

16 
10  

12 
14.4 

-- 

3.17 
12.5 
65.6 

300 - 

-- 
14.45 

13.9 
2.89 

56.6 

- 379 

24 
3 

12  
1 2  
8 

16 
10  

3 
12 
17.3 

3.14 
15.2 
72.3 

25 
6 

12 
1 2  
8 

16 
9 

1 2  
16.58 

-- 

3.68 
12 .4  
89.8 

- 380 

24 

12  
1 2  

8 
16 
10 

6 
1 2  
15.7 

-- 

-- 
-- 
79 .O 

1 3  
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Table I1 (Cont’d) 

Actual Ingredient 

Si02 
A1203 
L i 2 0  
C a O  
ZnO 
MgO 
B2°3 
La203 
Z r 0 2  
CUO 
T i 0 2  
Be0 
Re90q (rare earth oxide) 

6 Fe;O; 
Young I s Modulus - ( 10 ps i  ) 
Density (gms/cm3) 
Speci f ic  Modulus ( l o 7  i n . )  
Molal Sum 

S i O n  

ZnO 
M g O  
B2°3 
y2°3 
Z r Q 2  
T i 0 2  
Be0 
Re203 (rare earth oxide) 
Young’s Modulus ( l o 6  p s i )  
Density (gms/cm3) 
Specific Modulus ( lo7  i n . )  
Molal Sum 

- 381 

24 
3 

12 
12 
8 

16 
1 0  

1 2  
3 

-- 

-- 
-- 
-- 
-- 
15.87 

14.9 
64.9 

2.96 

- 388 

17.28 
3.58 

13.4 
82.6 

- 382 

24 
3 

1 2  
12 
8 

16 
10 

1 2  
-- 
-- 
-- 
-- 
-- 

3 
17.7 

3.01 
16.3 
67.3 

- 389 

25 
6 

1 2  
1 2  

8 
16 

9 
1 2  -- 
-- 
-- 
-- 
17.2 

3.45 
13.8 
77.8 

- 383 

24 
3 

1 2  
12 
8 

16 
10  

1 2  

3 

-- 
-- 
-- 
-- 
-- 
22.75 

3.14 
20 .o 
64.9 

- 390 

20 
6 

1 2  
12  
8 

16 
14 
12 -- 
-- 
-- 
-- 
16.80 

3.35 

78.2 
13.9 

- 384 

24 
3 

1 2  
1 2  
8 

16 
10 -- 
-- 
-- 
-- 

3 
1 2  

18.62 
-- 

3.89 
13.2 
87.9 

- 391 

17 
6 

12 
12  
8 

16 
17 
12  
-- 
-- 
-- 
-- 
17.38 
3.31 

14.6 
78.5 

14 
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Actual Ingredient 

L i z 0  
C a O  
ZnO 
MgO 
B2°3 
'2'3 
Z r 0 2  

6 
CUO 
Young's Modulus (10 p s i )  
Molal Sum 

Table I1 (Cont'd) 

- 2 2 .  393 

22 22 
10  1 0  
1 0  8 

10 7 
20 30 
11 11 
1 2  10 

-- 2 
16.46 16.59 
83.5 75.4 

-- -- 

-- 5 

- 39 5 

20 
10 
10 

l o  
20 
10  
10 
10 

-- 

-- 
16.00 
83.3 

398 
25 
8 

10 
13 -- 
16 
1 4  
1 4  

-- 
16.30 
81.3 

400 - 399 - 
25 25 
8 -- 
7 10  

10 15 
6 6 

16 16 
1 4  1 4  
1 4  1 4  

-- -- 
16.89 -- 
83.6 79.1 

1 5  



H910373-15 

aJcuwt-aJ 
OC-cnO\ft- 

rlrlrlrl0 

0 0 0 0 0  

r l r l c u m m  . . . . .  . . . . .  
0 0 0 0 0  0 0 0 0 0  

Ln 
c o r i L n ? L n  . . .  

H 
H 
H 

a, 
rl 

Ei 
% l-lrlrlqri . . .  

0 0 0 0 0  
. . . . .  

0 0 0 0 0  
. . . . .  

0 0 0 0 0  
. . . . .  

0 0 0 0 0  

o m m m o  L n m m w o  
0 rl m r l o  
r l r lo r l r l  
0 0 0 0 0  
. . . . .  . . . . .  

0 0 0 0 0  
. . . . .  

0 0 0 0 0  

M 

16 



H910373-15 

m o m c u o  
d c o  me-co m o m o c u  r l r lqr l r l  . .  . .  . . . . .  

0 0 0 0 0  0 0 0 0 0  0 0 0 0 0  

\ D c - 3 M O  

c u 3  M f  M 
r l r l r l r l r l  

. . . . .  

ysd s u o y ~ ~ y m  
snppoH s,Sunox 

cu +a3 0 cu 
Lnco b L n f  
r lr lcurlo 
rlrldrlrl 

0 0 0 0 0  
. . . . .  

coc-ocuw 
Lno cu cu o\ 
C r l M M M c u  . . . . .  

0 0 0 0 0  0 0 0 0 0  

t-ocu 
c-a3 cu Lnm 
\ D f \ D L n f  

r l r l  

. . . . .  

c u c u c u c u c u  
f f  L-33 m m m c - E -  
0 0 0 0 0  

0 0 0 0 0  
. . . . .  

r l c O c o M O  
E - m m r l 0  m c - c - m c u  

0 0 0 0 0  

O O O ~ Y  . . .  
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h a - 

H 
H 
H 

a, 

co W d  M v 3  
Ln r l f  cu M 
d d d d r l  

. . . . .  L n  
2 l o a f  . I  . . .  
M taut- 
rl l r l r l r l  

v3 rn 
v3v3 P - a c o  @ a ,  rn r n m  t - r l t - w m  a, rnd 
r l c u d r l r l  rn d S  

. . . . .  m I f M r l  . I  . . .  
a I m o d  
rl l r l c u c u  rn r l P l  

d d r l r l d  

0 0 0 0 0  
. . . . .  . . . . .  

0 0 0 0 0  
. . . . .  

0 0 0 0 0  
. . . . .  

0 0 0 0 0  

cu, cu, n 
cu 
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Table I V  

Summary Extended All Values for Young's Modulus Measured On Circular 
Rods Formed Directly FromMelt - Melts 360 e t .  seq. 

376' 
376R1 

377R' 
378l 

377l 

Density 
ps lcm3 

3.3158 
3.5183 
3.4989 
3 9 4997 
3.5680 

3.0985 
3.5453 
3.4697 
3.5310 
3.6229 

3.6285 
3.5272 

3.5664 
4.0747 
3.4937 

3.4937 
3.4276 
3.4276 
3.6819 
3.6819 

3.6820 
3.6820 
3.6108 
3.6108 
3.2971 

Density 
lbs / in3 

0.1193 
0.1269 
0.1260 
0.1260 
0.1289 

0.1120 
0.1281 
0.1255 
0.1277 
0.1320 

0.1277 
0.1313 

0.1473 
0.1289 

0.1262 

0.1262 

0.1238 
0.1238 

0.1333 
0.1333 

0.1334 
0.1334 
0.1304 
0.1304 
0.1192 

Young ' s 
Modulus 

millions p s i  

13.9 
18.5 
18.6 
18.0 
19.26 

16.70 

16.19 

19.08 

19.04 

19.03 

22.0 
19.00 
19 1 5  
16.58 
15 73 

15.80 

15.62 
15.02 

15 75 

Specific 
Modulus 

l07inches 

11.63 
14.6 
14.8 
14 .3  
14.9 

14.9 
14.9 
12.9 
14.9 
14 .4  

13.9 
14.15 
1 4 . 4  
11.8 
15 05 

17 35 
15 - 45 

12.42 
15.5 

11.8 

11.85 

11.96 
11 - 79 

11.53 



Glass No. 

378A1 

380' 

382l 

379l 

38i1 

383' 
38h1,2 
385 

3872 

3882 
389l 
390B1 

392 

386 

39lA1 

393 
394 
395 
396 
398 
399 

Table I V  (Cont'd) 

Young's Specific 
Density Density Modulus Modulus 
p / c m 3  lbs/in3 mill ions p s i  lO7inches 

3.1701 
3.1448 

2 9591 
3.0054 

3.1418 
3.8927 
2.8006 
3.3705 
3 * 2777 

3 5767 

3.3062 

3.4540 
3.3462 

0.1147 
0.1137 

0.1063 
0.1082 

0.1136 
0.1407 
0.1011 
0.1218 
0.1183 

0.1293 
0.1247 
0 1210 
0.1193 

14.4 
17.3 

15-87 
15.7 

17.7 

17.28 

16.80 
17.38 

17.2 

16.24 

16.46 
16 59 
16.00 

16.89 

15 * 15 
16.30 

12 55 
15.22 

14.9 
16.32 

20.02 
13.23 

15.08 

13.38 
13.80 
13.88 
14 57 

'Invert Analog Glasses 
2Contains Be0 
3Cordierite Base Glasses 
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Table V 

Best Glasses To Date Obtained I n  Cordierite Rare-Earth Systems 
\ 

No Be0 

Glass 
Number 

125 

337 

363 

Specific 
Young's Modulus 
Modulus (millions- 

(millions p s i )  inches) 

16.1 161 

20.9 147 

19.3 150 

With Be0 

345 21.1 174 

344 20.3 168 

323 18.4 18 4 

To Be Compared With 

Owens Corning x-2285 14 95 167 

Stee l  29 103 

Molybdenum 52 141 
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Table V I  

Best Glasses To Date Obtained I n  "Invert" Analog Systems 

Spec i f  i e 
Young s Modulus 

Number (millions p s i  ) inches ) 
Glass Modulus (millions- 

N o  Be0 

With Be0 

38 3 

329 

373 

350 

331 

To Be Compared With 

h e n s  Corning x-2285 

Stee l  

Molybdenum 

22 75 200 

20.7 189 

22.00 173 

19.8 197 

20.9 158 

14.95 167 

29 103 

52 1 4 1  
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Table V I 1  

Liquidus Temperature and Working Characterist ics of Recent 
Experimental Glass es 

Liquidus 
Glass Temp. 

NO. OC - 

333 
339 
340 
341 
342 

343 
347 
348 
349 
350 

351 
352 
353 
354 
359 

367 
368 
37 0 
371 
372 

373 
374 
375 
376 
377 

1510 
1520 
1507 
1438 
1470 

1410 

1450 
1480 

1510 

1510 

1450 
1435 
1510 

1490 

1460 
1440 

1498 
1440 

1510 
1456 
1347 
1122 
1156 

1464 

1500 

Temperature at  Which Viscosity 
Is Estimated t o  Be 

100 poises 1000 poises 

1490 
1540 

1390 
1350 

1520 

1200 
1406 
1310 
1320 
1422 

1331 
1340 
1315 
1290 
1380 

too opaque 
too opaque 

1290 

1300 
1290 

1368 (many c rys t a l s )  
1300 
1256 
951. 
933 

1440 
1430 
1400 
1515 
1485 

1420 
1506 
1448 
1450 
1490 

1435 
1422 

1414 
1500 

too opaque 
too opaque 

1372 
1420 

1435 
1481 
1332 

1222 

1406 

1460 

1150 

Rate of Crystal  
Growth 50°C below 

Liquidus Temperature 

few isolated c rys ta l s  
none 
none 
none 

few i so la ted  c rys ta l s  

none 
not apparent 

none 
none 

very rapid 

very s l o w  
moderat e 

extremely rapid 
moderat e 

f e w  i so la ted  c rys t a l s  

a very few isolated 
none 
none 

a very few i so la ted  
few isolated crystals 

none 
only micro-crystals 
many micr 0-c rystals 

none 
none 
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Table VI11 

F i r s t  Experiments on Measuring Strength of "E" Glass Fibers Formed 
By Pulling From a Commercial-Type Single Hole Platinum-Rhodium Bushing 

Diameter 
( m i l s )  
0.563 
0.581 
0.581 
0.581 
0.633 
0.664 
0.652 
0.630 

0.566 

0.536 

0.496 
0.526 

0.584 

0.529 
0.523 

0.505 
0.493 
0.505 
0.523 
0.502 

0.539 
0.517 
0.419 
0.438 

0.410 
0.413 
0.529 
0.542 
0.557 

0.444 

0.567 

0.526 
0.530 

Strength 
(ps i  1 

147 , 000 
139 , 000 
112 , 000 
66 , 600 
123 , 000 
223 , 000 
152,000 
129 , 000 

119 , 000 

150,000 
160 , 400 

95,400 

236 , 000 
106, ooo 
101 , 000 
209 , 000 
243 , 000 

231 , 000 
150 , 000 

227 , 000 
205,000 

184,000 

150 , 000 
247,000 

205 , 000 

116 , ooo 

136 , ooo 

199 9 000 

195,000 

122,000 

117 , 000 
88 , 000 
111 y 000 

Diameter 
( m i l s )  
0.557 

0 471 
0.471 
0.493 
0.713 
0.713 

0 594 
0.600 

0.563 

0 *737 

0.441 

0.523 
0.505 

0.542 
0 517 
0.502 
0.517 

0 597 

0.508 

0 * 505 

0 551 
0 575 
0 e 578 

0 591 

0.578 

0.569 

0 597 

0.609 
0.581 
0 618 

0.627 
0.734 
0 * 750 

Strength 
( p s i )  

122 , 500 
190 , 000 
177 , 000 
171 , 000 

135 , 000 
124 , 000 
124 , 000 

167 ooo 

183 , 000 
191 000 

493 , 000 
122 , 000 
210 , 000 
127 , 000 
190,000 
177 , 000 
194 , 000 
228,000 
236 , 000 

162 , 000 
110 I) 000 
151,000 
148 , 000 
330,000 
122 , 000 
117 , 000 
174 , 000 
270 , 000 
103,000 

140 000 
164 , 000 
195 000 

232 000 

24 

D i  m e t  er  
(mils ) 

0 719 
0,759 
0.692 
0.685 
0.658 
0.655 
0 569 
0.563 
0.566 

0.560 

0.621 
0.581 
0,710 
0.786 
0.655 
0.633 
0.676 
0.692 

o .664 
0.670 
0.588 

0 578 
0.581 
0.560 
0.520 
0.542 
0.532 

0.520 
0 539 

0 572 

0 * 575 

0 591 

0.496 

Strength 
( p s i )  

219 , 000 
149 , 000 
138,000 
128 , 000 
113 , 000 
239 , 000 
110,000 
186,000 
144,000 
172 , 000 

211 , 000 
182,000 

187 , 000 
218 000 

126 , ooo 

156,000 

207 000 
237,000 

124 , 000 

104 , 000 

119 , 000 
151,000 
161 , 000 
180,000 
166 , ooo 

116 , 500 

163 ooo 

67,300 
160 , ooo 

108 500 

77, $00 
177 , 000 

240,000 
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